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Abstract
In twenty-first century buildings, green roof systems are envisioned as great solution for 
improving Environmental sustainability in urban ecosystems and it helps to mitigate vari-
ous health hazards for humans due to climatic pollution. This study determines the feasibil-
ity of using five domestic organic wastes, including sawdust, wood bark, biochar, coir, and 
compost, as sustainable substrates for green roofs as compared to classical Sri Lankan base 
medium (fertiliser + potting mix) in terms of physicochemical and biological parameters 
associated with growing mediums. Comprehensive methodologies were devised to deter-
mine the thermal conductivity and electric conductivity of growing mediums. According 
to preliminary experimental results, the most suitable composition for green roof substrates 
comprised 60% organic waste and 40% base medium. Sawdust growing medium exhibited 
the highest moisture content and minimum density magnitudes. Biochar substrate was the 
best performing medium with the highest drought resistance and vegetation growth. The 
wood bark substrate had the highest thermal resistance. Growing mediums based on com-
post, sawdust, and coir produced the best results in terms of nitrate, phosphate, pH, and 
electric conductivity (EC) existence. This study provided a standard set of comprehensive 
comparison methodologies utilising physicochemical and biological properties required for 
substrate characterization. The findings of this research work have strong potential in the 
future to be used in selecting the most suitable lightweight growing medium for a green 
roof based on stakeholder requirements.
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1  Introduction

With the exponential population growth and land scarcity, building designers and practi-
tioners have introduced the “green roof” concept to maximise the vegetation in urban areas 
and to minimise the Urban Heat Island (UHI) effects (Costanzo et al., 2016; Parizotto & 
Lamberts, 2011; Pianella et al., 2017; K. Vijayaraghavan, 2016). Green roofs also promote 
effective storm water management with high rates of evapotranspiration (VanWoert et al., 
2005). Besides environmental benefits, green roof vegetations enhance the human health 
by purification of air and improve the social sustainability through the increased coverage 
of vegetation (Jaffal et al., 2012). Intensive green roofs and extensive green roofs are the 
two major types of green roofs. Intensive green roofs generally demand high maintenance 
during their service life (Ampim et al., 2010). Meanwhile, the extensive green roofs that 
are called “substrate-based green roofs” can be constructed using lower depth substrates. 
Plants equipped with shallow root systems and with high drought resistance can actively 
grow on extensive green roofs (Marasco et al., 2014). Most construction stakeholders invest 
in the instalment of extensive green roofs in urban skyscrapers due to the lower require-
ment for maintenance and because of their cost-effectiveness. This experimental research 
study mainly focuses on the effects of various properties for determining substrates using 
organic wastes for the extensive green roofs in the Sri Lankan context.

Substrate (i.e. growing medium) is the most important component for the enhancement 
of stability and sustainability of extensive green roofs (Ampim et  al., 2010). Green roof 
substrates are categorised into two main types: mineral substrates and organic substrates 
(Noya et  al., 2017). In terms of mineral substrates, the naturally available topsoil, clay, 
pumice, sand, and gravel are used as substrates for green roofs due to their great ability to 
retain moisture (Kader, Jaufer, Shiromi, & Asmath, 2021). However, natural mineral-based 
growing mediums are hefty in weight, causing additional designs on the roof to maintain 
the structural stability of the structure (Ampim et al., 2010; Zejak et al., 2022). Lack of 
nutrients in these substrates persuades stakeholders to make additional investments in arti-
ficial fertilisers for efficient plant growth. Thus, use of organic-based eco-friendly growing 
medium would provide a lightweight substrate with less sulphur content and high water 
retention to facilitate effective growth of green roof vegetation (Ampim et al., 2010).

Previous research studies have utilised various growing mediums from construction 
waste materials such as crushed bricks, crushed remains of concrete, formaldehyde resins, 
and the subsoil (Ampim et  al., 2010). Experimental studies were conducted using com-
posite substrates made of USGA sand, dolomite, Turkey litter, and Michigan peat (Noya 
et al., 2017). One of the major concerns of using mineral substrate as a growing medium 
for green roofs identified in the study (Soulis, Ntoulas, Nektarios, & Kargas, 2016) was 
conducted using pumice, zeolite wastes, attapulgite clay, grape marc compost. It was found 
that due to the heavyweight of these substrates, they provide structural concerns due to the 
potential cracks in the slabs in skyscrapers that would be caused by the excess weight of 
the substrate layer.

The heavyweight of the growing medium was the major drawback of using construction 
waste materials like recycled aggregates. However, these critical issues were not addressed 
in most of the past studies. The majority of past studies were mainly focused on studying 
UHI mitigation (Dunnett, 2011), advantages of implementing the green roofs (K. Vijayara-
ghavan, 2016), and regarding the hydrological performance of green roofs (Galarza-Molina 
et al., 2017; Stovin, 2010; Xing & Jones, 2021). Some other studies have explored the use 
of alternative substrate materials for extensive green roofs such as waste silica (Krawczyk, 
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Domagała-Świątkiewicz, Lis-Krzyścin, & Daraż, 2017) and the viability of using recy-
cled aggregates as green roof substrates (Mickovski et al., 2013). These concerns are lead-
ing towards finding an alternative substrate material for green roof which could be light-
weighted and provide all the subsidiaries required for the plant growth.

Since they are lightweighted, organic wastes-based green roof substrates enhance the 
structural stability of building structures by preventing the formation of cracks in slabs 
(Krüger et al., 2019; Rosasco & Perini, 2019; Subaskar, Vidyaratne, & Melagoda, 2017) 
and they mitigate the additional maintenance and repair costs (Krüger et al., 2019; Sherk 
et al., 2020). Lightweight substrate with low organic content requires additional fertilisers 
and water to establish sustainable vegetation (Getter & Rowe, 2006). Furthermore, organic 
wastes possess high plant nutrient content than the recycled aggregates (Fisgativa et  al., 
2018; Soobhany, 2019), ideal water retention (S. Kumar et  al., 1985), optimum pH, and 
drought resistance of (Anli et  al., 2020) the attributes essential for healthy horticulture. 
Therefore, the iteration of available organic wastes to find a comprehensive substrate would 
be a profitable approach in terms of sustainability.

Most global countries are encountering increasing environmental concerns regard-
ing food waste management (Demetriou, 2022; Moshtaghian et  al., 2021; Raab, Tolotti, 
& Wagner, 2021; Xiao & Siu, 2018). Sri Lanka creates 8,000 tonnes of solid waste per 
day, with around 66% being biodegradable organic waste and nearly 80% being short-term 
biodegradable food waste (FAO, 2021; Wijerathna, 2021). The generated solid wastes in 
Sri Lanka are currently being disposed in malpracticeable ways through dumping in water 
bodies and bare lands (Dharmasiri, 2020), which increased the susceptibility to waterborne 
diseases like dengue, filaria (Rao et al., 2014), and chronic kidney diseases among the Sri 
Lankan communities (Rao et al., 2014; Wijkström et al., 2018).

According to Asian Development Bank figures for Sri Lanka, over 4% of the population 
lives in poverty where approximately 800,000 persons live on less than Rs. 10,000 income 
per month (FAO, 2021). The alarming increase in financial crisis in Sri Lanka after the 
post-COVID-19 economic crisis have created an unexpected hike in prices for commercial 
fertilisers. The current economic crisis has also forced the Sri Lankan urban communities 
to initiate home gardens to mitigate their ongoing food crisis due to the unavailability of 
food supplies from rural farmlands. These existing concerns have raised demands in Sri 
Lanka to formulate alternative lightweight substrate materials for green roofs within low 
cost and high efficiency, to enhance the urban agriculture for meeting the requirements of 
2030 agenda for the sustainable development in developing countries (Desa, 2016).

In terms of waste food disposal, appropriate solutions are being practiced from house-
hold levels in countries like Malaysia by validating their feasibility of recycling potential 
through statistical modelling such as stratified random sampling (Fadhullah et al., 2022). 
Studies have indicated that the compost derived from domestic sources possesses starch 
(> 70%) and protein (approximately 14%) in their dry nature (Melikoglu et al., 2013). Plant 
enzymes like protease, amylase, and amyloglucosidase highly facilitate the breaking down 
of protein to acquire the required sources for photosynthesis (Simpson et al., 2012). There-
fore, using organic compost made of waste meals would be a great solution for providing a 
nutritious substrate medium for sustainable green roofs in Sri Lanka.

Coir is widely used in substrate layers to enhance the water retention (de Almeida & 
Colombo, 2021; K Vijayaraghavan & Raja, 2014) similar to sawdust (Depardieu et al., 
2016) and wood bark (Yap, Jackson, & Fonteno, 2014). Sawdust is also known for 
its good nutrient retention ability (Pineda Pineda et al., 2019). Choosing sawdust for 
green roof substrate would be a wise option to enhance the plant growth within short 
period of time. Biochar is becoming an increasingly used growing medium due to its 
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remediation capacity of contaminated soils (Parmar et al., 2014). Therefore, this study 
considered domestically procured organic matters such as coir, biochar, sawdust, wood 
bark, and compost made of decayable organic matters to implement a feasibility study 
using the analysis on substrate parameters required for the longevity of green roof veg-
etation. The findings of our experimental studies based on laboratory and field condi-
tions signify the importance of investigating the viability of using organic wastes as 
sustainable substrates for green roofs.

It is noteworthy to mention that Sri Lanka contains rich sources of biochar, coir, 
sawdust, and wood bark (Dharmakeerthi et al., 2012; Gamage et al., 2021). The suc-
cessful validation from experimental outcomes for using biochar and fellow organic 
waste materials as green roof substrates would pave way for industrial entrepreneur-
ship in Sri Lanka for substrate production, which could be a sustainable way to resolve 
the increased national issues related to solid waste management. It would also draw 
the interest of Sri Lankan construction firms on implementing green roof systems in 
Sri Lankan urban cities to mitigate the environmental pollution and to fulfil the food 
requirements, due to the extensive availability of lightweight substrates sources within 
the country. Similar approach can also be adapted by fellow countries to identify their 
readily available organic wastes and to test with the recommended parameters for 
deducing the viability of using those perishable organic materials as successful grow-
ing mediums for green roofs.

2 � Research methodology and materials

2.1 � Preliminary study for finding substrate mix ratios

Optimum mix proportions were determined using a field test on buffalo grass species 
using planting pot growth studies. Base medium was used in this research study as a 
control specimen, and it was prepared by mixing 90% commercial fertiliser with 10% 
topsoil since it is a classical Sri Lankan agricultural practice (Dandeniya & Caucci, 
2020). A preliminary study was conducted on the selected organic wastes, namely 
biochar, coir, wood bark, sawdust, and compost (made of animal manure, vegetable 
remains, and waste meals), to find their corresponding optimum mix proportions with 
the base medium. The ratios of organic waste to base medium tested in the prelimi-
nary study are: 60:40 (w/w%), 70:30 (w/w%), 80:20 (w/w%), and 90:10 (w/w%). Each 
organic waste species was allocated 60 cylindrical planting pots of 15 cm in height and 
10 cm in diameter. Each ratio type had its own three replicates. This experiment was 
executed at atmospheric temperature and pressure conditions.

Buffalo grass stems measuring 4–6.3 cm were laid in the pots with substrate speci-
mens. These buffalo grass stems were reared from the same buffalo grass breeds to val-
idate that the stems are of similar health conditions and same ages (Dareeju, Meega-
hage, & Halwatura, 2010). The planted substrate specimens were manually watered 
and monitored once per week for 8  weeks under Sri Lankan field conditions. The 
growth of the grass stems was determined by measuring the length from the bottom to 
the apex (Nagase & Dunnett, 2010). The most suitable mix proportions for the tropical 
climatic conditions of Sri Lanka were selected for undergoing the successive labora-
tory experimental analyses following the preliminary study.
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2.2 � Variables and models

2.2.1 � Sieve analysis for particle size distribution

The sieve analysis was conducted according to the American Society for Testing and 
Materials (ASTM) guidelines under C136-01 standards (C136/C136M-14, 2014). Initial 
weights of substrate specimens were measured and sieve analysis was carried out with 
0.30, 0.60, 1.18, 5.00, 10.00, 20.00, 37.50, and 50.00 mm sieves. The Microsoft Excel 
2019 spreadsheet was used to calculate the experimental results, such as the weight of 
the specimen that remained in the sieve and the percentages of passing. The compress-
ibility of a soil mixture is proportional to the amount of fine aggregates (i.e. particle 
size 2.36 mm) in the substrate (Soane & van Ouwerkerk, 2013). Fine aggregates in the 
substrate specimens were calculated, and the compressibility of the six substrates was 
compared.

2.2.2 � Substrate density and its moisture content

Tray tests were implemented using 25 cm x 25 cm dimensional trays. The test abided by 
the ASTM 1762–84 standards. Substrate densities (i.e. unit weights) were measured for 
2 cm substrate depths for each specimen (Soane & van Ouwerkerk, 2013). To facilitate 
water discharge in each tray, samples were saturated by pouring with water. Since the 
selected substrate species are undisturbed soils, indirect approach (Al-Shammary et al., 
2018) was used for density calculations. Tray weights W1 (in kg) were subtracted from 
the total weight of the system to determine the net weight of the growing mediums. 
Then the saturated unit weights of the growing mediums were calculated with Eq. 1.

where Ws is the saturated weight of the substrate (including the tray weight) (in kg), V1 
is the system volume (in m3), and γst is the saturated density of the substrate (in kg/m3). 
Specimens were dried for 24 h at 120  °C in an electrical oven. The dry density of sub-
strates γd (in kg/m3) was determined using Eq. 2.

Wd is the weight of the dried specimen (including the tray weight) (in kg), and W is 
the weight of tray. The relationship between saturated density and dry density is devel-
oped using Eqs. 3 and 4 where m1 is the moisture content (in %).

(1)�st =

(

Ws −W1

V1

)

×
9.81

1000

(2)�d =

(

Wd −W

V1

)

×
9.81

1000

(3)gd =
st

1 + m1

(4)m1 =
st

d
− 1
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2.2.3 � Drought tolerance

The experiment was set up to find the extent of each substrate’s ability to withstand 
extreme drought conditions under intense solar light with limited water availability. The 
results of the experiment helped to deduce the viability of each substrate species in sup-
porting its vegetation during the encounter of an extreme drought. The survival area of 
buffalo grass is high in a substrate that has less evaporation and high water retention. 
This metric was used to determine the best drought-resistant substrate. To execute this 
in  situ experiment, six green roof platforms with dimensions 1 × 2  m complying with 
in  situ conditions were constructed by having substrates of biochar, coir wood bark, 
sawdust, compost, and base medium. Buffalo grasses were installed for 100% coverage 
in each platform and nursed for a week under the usual nutrition and water supply. By 
the end of week 1, the water for green roof systems was disconnected, the incidence 
of sunlight was prevented by covering all six green roof prototypes with opaque poly-
ethene, and the prototypes were allowed for 12 weeks without water and solar light. The 
dead grass area was calculated per week with 100-cm2 square-shaped wooden platforms 
(Melikoglu et al., 2013) for 84 days. The survival area of vegetation (λ%) was calculated 
by Eq. (5).

2.2.4 � Growth rate test for specimens

Substrates were installed and green roof prototypes with similar dimensions (i.e. 1 × 2 m 
platforms) as in the drought tolerance test to determine the ideal substrate that can achieve 
the highest vegetation cover. A spiderwort species called “Tradescantia fluminensis” from 
the same origin was used in all six prototypes in this growth rate test since Tradescan-
tia fluminensis exhibits rapid growth ability even under the availability of low moisture 
(Hogan & Myerscough, 2017). Each of the six substrate systems was supplied daily with 
500 ml of water. The 100 cm2 wooden frames were used for measuring vegetation cover. 
The measurements were undergone on a weekly basis throughout the experimental period 
of 8 weeks. Vegetation cover (δv%) in each prototype was calculated per week using Eq. 6.

2.2.5 � Thermal conductivity test

The main objective of this laboratory experiment (as in Fig. 1) is to determine the most 
thermally resistive substrate among the selected specimens because a highly thermal-resis-
tive substrate will protect the thermal comfort of the building by avoiding the heat con-
duction from solar radiation on green roofs. Although it is accepted that Lee’s apparatus 
can determine the thermal conductivity of poor conductors (Kharshiduzzaman, Hossain, 
Ali, & Ahmed, 2019; Philip & Fagbenle, 2014; Sombatsompop & Wood, 1997), it is not 
applicable for this test because soil mixtures with organic wastes (i.e. substrate candidates) 
cannot be moulded into disc shapes due to their heterogeneity and voids. Lee’s apparatus is 

(5)�% =
Platform Area - Dead grass area

Platform area
× 102

(6)�v% =
Platform Area − Dead grass area

Platform area
× 102
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effective only on uniform specimens. Therefore, the current study used theoretical calcula-
tions along with the readings from thermal conductivity apparatus to determine the ther-
mal conductivity of the substrates. Heat conducted by the specimen for a given duration is 
expressed by Eq. (7).

ΔQ is the total heat conducted (in W), A is the area of thermal conduction (in cm2), ΔT 
is the temperature difference measured (at K), k stands for the thermal conductivity of a 
given material (in W/m.K), Δt is the duration of thermal conduction (in seconds), and h is 
the thickness of the specimens (in cm). From Eq. 7, the thermal conductivity of a substrate 
k (in cal cm−1 s−1℃−1) is defined:

Using thermal conductivity computations, thermal resistance was determined with 
Eq. 9, where R is thermal resistivity in K/W and Δx is the width of the substrate specimen 
in cm.

Figure 1 shows the experimental set-up devised to find thermal conductivity and ther-
mal resistance by the mentioned mathematical calculations. Specimens were converted 
into semi-solid mixtures to avoid discrepancies due to voids. Then, the specimens were 
mounted on the stage and the steam chambers could get heated. When the specimens were 
observed with the initial melting of water from the system, the time duration was recorded 
until the next 20 min. The melted specimen was collected in a beaker in 20 min, and the 
steam chamber was disconnected from the specimen. The collected specimens in the beak-
ers were measured for their weights and corresponding temperatures. The calculated values 

(7)ΔQ =
kAΔTΔt

h
× 100

(8)k =
ΔQh

100AΔTΔt

(9)RΘ =
Δx

Ak

Fig. 1   Experimental set-up of thermal conductivity test (Shuraik & Lizny, 2022)
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were used in Eq. 8, and the thermal conductivities were determined. Mean values for ther-
mal conductivity were taken for each substrate from their readings on the original speci-
men and three replicates. Finally, thermal resistance was determined for the substrate can-
didates using the available parameters.

2.2.6 � The pH test for substrates

Optimum pH is vital for green roof plants to prevent leaves from spotting, bronzing, and 
mineral deficiency (Bailey et al., 2000). In this experiment, the pH test was carried out in 
accordance with ASTM E70 standards. (Industrial & Chemicals, 2015) in laboratory con-
ditions at a 25℃ temperature.

Substrate solutions were prepared using 1:2 (V/V) (substrate: deionised water) based 
on ASTM (E70) guidelines. Solutions were transferred to conical flasks and shaken at 
200  rpm in a rotary flask shaker for 90  min until the clear solution was observed. 125-
-mm filter papers were used to transfer the specimen solutions to beakers. Filter papers 
were enfolded as a floral pattern to increase the contact area with the solution particles and 
increase the filtration rate. Finally, pH was tested in extracted solutions using a multimeter.

2.2.7 � Electric conductivity (EC) test of growing mediums

EC is the metric which helps to forecast salinity which is an important parameter in selec-
tion of the appropriate green roof substrate (Gougoulias et al., 2013). Excess salinity will 
cause cytotoxicity in soil due to high concentrations of Na+ and Cl− ions that accelerate 
nutritional imbalance (Isayenkov & Maathuis, 2019) due to exceeding water stress. This 
would drastically damage the soil health and would hinder plant growth. It is highly advis-
able to select substrates that consist of salinity within the allowable threshold range.

Saturated media extract (SME) technique is suitable to find the absolute EC of speci-
mens (Huang et  al., 2006) but consumes a great deal of time (Kader et  al., 2022). Plug 
sensors methods are not preferred here since they are highly compatible with homogenous 
solutions (dos Santos Sousa et al., 2021; Visconti & de Paz, 2016). Therefore, a laboratory-
oriented method was proposed in basis of pour-through technique (Altland, 2021; Bañón 
et al., 2021; Palimąka, Pietrzyk, & Sak, 2016) to find the simultaneous EC magnitudes of 
test specimens.

Solutions prepared for pH tests were used to find EC using a multimeter at room tem-
perature, and some observed that the EC values found were not steady and rapidly fluctu-
ated, corresponding to minor changes in atmospheric temperature. It resulted in various 
discrepancies to initiate a comparative study. The determined EC magnitudes of specimens 
were used to construct an EC vs temperature curve to determine EC values at 25 °C, which 
is the absolute temperature.

2.2.8 � Mineral contents of substrates

There were three main tests undertaken to find the mineral contents in green roof sub-
strates, namely the total dissolved solids (TDS) test, nitrate test, and phosphate test. The 
TDS test was carried out using a multimeter in the same solution used to find EC and pH. 
However, specimens were subjected to spectroscopy using a DR-5000 spectrophotometer 
to determine their nitrate and phosphate contents.
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During the solution preparation for the spectroscopic test for nitrates, 10  ml of sam-
ple solutions from each of the six specimens was pipetted into 50-ml volumetric flasks. 
Then the sulphuric acid (H2SO4) in 13 N concentration was incorporated with the speci-
men solutions and the mixture could become a uniform solution by shaking at 180 rpm for 
120 min in a rotary shaker. The solution was kept in a cold-water bath at 10 °C and mixed 
with brucine-sulphanilic acid (C29H33N3O7S) to facilitate thermal equilibrium of the result-
ing solution. The process was halted when colour formation was observed, and the experi-
mental set-up was left undisturbed in atmospheric conditions. Finally, all six specimens 
were subjected to a spectroscopic test at 410 nm wavelength in the same set of procedures, 
and their corresponding absorbance data were recorded.

For the calculations, 50 ml of specimen solutions were pipetted into a 500 ml of volu-
metric flask and then interacted with 3 ml of ascorbic acid (C6H8O6) and 5 ml of ammo-
nium molybdate (NH4)2MoO4). The final substrate solutions were mixed uniformly in a 
rotary shaker. Afterwards, the solutions were diluted by 80  ml of distilled water and 
allowed to attain chemical equilibrium to enhance maximum colour formation. This solu-
tion was spectroscopically tested at 610 nm, and absorbance data for all specimen solutions 
were collected.

3 � Experimental results and discussions

3.1 � Preliminary study results

Observations have shown that the buffalo grass stems planted in substrate specimens dur-
ing the preliminary study remained healthy. All stems were alive by the end of the prelimi-
nary study duration. It has been indicated that the selected organic waste specimens have 
good potential to be used as growing mediums. Figure 2 represents the height differences 
from the bottom to apex in each substrate specimen type by the end of 8 weeks (i.e. after 
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56 days). Overall results indicate a 60:40 mix proportion as the optimum organic waste-to-
base medium ratio for the highest plant growth in each of the candidate specimens for the 
tropical climate of Sri Lanka.

Biochar supports plant growth more than the other candidates because the maximum 
growth under each set of ratios is visible in biochar itself. The main reasons for this excep-
tional behaviour in biochar will be identified in further tests with the optimum mix propor-
tion identified.

Within the 60:40 mix proportion identified, biochar and coir exhibit the highest growth, 
while compost and sawdust exhibit the least growth. By considering these experimental 
outcomes, specimens of all organic waste types were prepared at 60:40 mix proportions 
for these experiments and comparative studies. It is highly recommended for researchers 
to choose the optimum organic waste to base medium ratio by conducting a similar type of 
in situ preliminary study in respective to the climatic conditions of their own regions.

3.2 � Sieve analysis for particle size distribution

Figure 3 represents the particle size distribution (PSD) curve for passing percentages of 
aggregates and the respective sieves. Sieves in 5.00–50.00  mm sizes did not retain par-
ticles. The fine aggregate percentage is in Table  1 for the comparison of compressive 
strengths among substrates.
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Table 1   Fine aggregate 
percentages in substrate 
specimens

Name of substrate Percentage of particles 
less than 2.36 mm size

Biochar (60:40) 13.6
Sawdust (60:40) 76.1
Coir (60:40) 79.2
Wood bark (60:40) 83.5
Compost (60:40) 86.3
Base medium (90:10) 87.2
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The aggregate size of all particles from the produced substrates is less than 10 mm, as 
shown in Fig.  3. Secondly, during the sieve analysis experiment, it was shown in parti-
cle size distribution curve that the dust production was significantly larger in the biochar 
(60:40). When compared to the other possibilities in Fig. 3, it has resulted in a significant 
decrease in the proportion of particles retained at sieve size smaller than or equal to 5 mm. 
This dust formation would also be a potential threat to the industrial applications of biochar 
substrate in green roofs (Gelardi et al., 2019; Kochanek et al., 2022). In such scenarios, it 
is highly recommended to lay the substrate layer under a systematic approach rather than 
spreading as a lump to avoid material wastage as dust.

The durability of a growing medium to be installed on a green roof could be character-
ised by its compressive strength. The compressive strength of a growth media is related to 
the fine components that comprise the medium (Das & Sobhan, 2014). When the compres-
sive strength becomes high, it would increase the bearing capacity of soil which is the abil-
ity to withstand external loads (Ngo et al., 2020; Ukpata et al., 2012). Based on the results 
from Table 1, compressibility would be highest in the base medium (90:10) followed by 
the compost (60:40). The worst compressive strength would be in Biochar (60:40). As a 
result of its extraordinary compressive strength, base medium (90:10) seems to have the 
maximum bearing capacity as a green roof substrate to handle external stresses such as 
plants weight, grass cover, root system, and the associated imposed loads.

3.3 � Substrate density and its moisture content

The calculated unit weight magnitudes and moisture contents for each substrate specimen 
are described in Fig.  4. The highest saturated density and dry density magnitudes were 
exhibited by the base medium (90:10), while the minimum saturated and dry densities were 
observed among the sawdust (60:40). A minimum difference between saturated and dry 
density values is observed among compost (60:40), which shows that the weight of mois-
ture in compost is comparatively much lower than the weight of organic matter in compost. 
Base medium and compost consist of significantly high unit weights and low moisture con-
tent among the selected substrates. The research findings show that the installation of base 
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medium and compost as green roof substrates would cause challenges to the stability of 
building slabs due to their heavyweight. Both of these substrate species would incur addi-
tional water bills due to the requirement of constant water supply since both of the sub-
strates have less water retention ability, which is evident from moisture content results in 
Fig. 4.

Sawdust (60:40) demonstrates superior results due to its lightweight properties and bet-
ter moisture content. The density magnitudes and moisture content of sawdust substrate 
calculated in this test verify the research findings from the past studies that state Sawdust 
has less weight and high water retention (Harmayani, 2012; Johansson et al., 2012; Yasin 
et  al., 2020). From this perspective, the final outcome of this experimental study states 
that sawdust is the better substrate for green roofs in terms of weight concerns and water 
retention.

3.4 � Drought tolerance

The maximum vegetation cover is observed among biochar (60:40) according to the sur-
vival rate chart in Fig. 5. Coir is the second best substrate in this 12-week study to identify 
the most sustainable substrate under extreme drought conditions.

Compost (60:40) is the least resistive substrate. It is interesting to see that the survival 
percentage of buffalo grass in compost (60:40) was higher than the percentage of survival 
in base medium (60:40), wood bark (60:40), and sawdust (60:40) during the first couple 
of weeks, and this trend continued until the end of week 7. However, the survival rate in 
compost (60:40) was dramatically reduced in successive weeks and gradually it became the 
least-friendly substrate for plant survival under drought conditions. The abundant existence 
of pathogenic microbes in compost (60:40) due to its high organic content from the raw 
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materials of compost substrate would have increased the pathogenic activities, and it would 
have affected buffalo grass fibrous roots.

Unlike the scenario in compost (60:40), the pathogenic activity in biochar (60:40) was 
effectively mitigated due to the resistance of biochar against the soil-based pathogens 
(Bonanomi, Ippolito, & Scala, 2015). In a past study using water partitioning tests, biochar 
was proven to have the lowest rate of evaporation (Basso et  al., 2013; H. Kumar et  al., 
2020). According to the results from Xie et al. (2013), the addition of biochar improves 
the germination of seeds due to its high water retention and enhances the unhindered nutri-
tion transport from substrate particles via the fibrous root system of buffalo grass. These 
distinct properties of biochar would have aided the overlaid buffalo grasses in managing 
nutrition and water loss under controlled experimental conditions, thereby slowing the rate 
of vegetation loss. The substantial drought resistive ability of coir (60:40) is due to its path-
ogen resistivity (Jacoby et al., 2017).

The overall experimental results have shown that biochar (60:40) is the best speci-
men having the highest drought resistance. The experimental conclusion is supported by 
a past study conducted on wheat species (i.e. Tritisivum aestivum) have verified the strong 
drought resistance of biochar (Haider et al., 2020). It is also evident from these experimen-
tal outcomes that the main factors deciding the drought tolerance ability of a sustainable 
green roof substrate are the rate of evaporation and pathogen resistance.

3.5 � Growth rate of substrate specimens

Based on the growth test results in Fig. 6, the highest rate of growth is observed in the bio-
char (60:40). In week 8, both the coir (60:40) and biochar (60:40) substrate green roof pro-
totypes were completed and filled with vegetation cover. Similar to the drought resistance 
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test, compost (60:40) exhibited the least growth. According to the findings from previous 
research, biochar actively absorbs ammonia compounds consistently and releases them into 
the soil, which enhances the quality of soil with increased nitrate levels (Busscher et al., 
2010; Saarnio et al., 2013) and facilitates sustainable agriculture on green roofs. Since the 
base medium mixture is a loamy soil, adding biochar has increased the water retention 
of the biochar (60:40) substrate (Busscher et al., 2010). It would also have facilitated the 
unhindered photosynthesis of overlaid vegetation (i.e. Trandescantia fluminensis) due to 
the continuous supply of water.

Coir is the second best specimen in terms of supporting plant growth due to its effec-
tive air-to-water equilibrium and its good rewetting capacity (Barrett et al., 2016; Blok & 
Wever, 2005) compared to the other substrate candidates. The minimum vegetation area 
was observed in compost (60:40) due to the enriched degradation of microorganisms abun-
dant in the embedded animal manure, waste meals, and vegetable remains.

Sawdust (60:40) was a surprise candidate which exhibited the second lowest growth 
contribution with less favourable outcomes. The main reasons for the least satisfactory 
outcomes in compost and sawdust are the drawing out of nitrogen compounds from the 
substrate specimens (S. S. Kumar & Shankar, 2019; Zhang, Liu, Lu, & Zhang, 2020). The 
biomatter in sawdust quickly decomposes under the exposure to water when the vegeta-
tion is watered in experimental activities. This organic degradation uses the available soil 
nitrogen and fails to supply the nitrogen to the vegetation species (i.e. Tradescantia flumin-
ensis). If there are any studies that want to be conducted to enhance the viability of using 
sawdust as the green roof substrate, then it is highly recommended to find a comprehensive 
mechanism to mitigate the long-term degradation of sawdust to avoid the loss of substrate 
fertility.

3.6 � Thermal Conductivity test

This thermal conductivity experiment remains a comprehensive attempt to determine 
the thermal conductivity of green roof substrates using a mathematical approach based 
on experimental findings, which was recently proven with publication (Shuraik & Lizny, 
2022). For analytical calculations, mean values of each test parameter were determined. 

Fig. 7   Thermal conductivity results
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Figure 7 represents the calculated mean thermal conductivity results for the five substrates 
and is compared to the base medium. Mean values were considered for thermal conductiv-
ity since the results can be influenced by changes in the environmental temperature, by the 
change in pressure, and due to human errors.

The outcomes of Fig. 7 exhibit thermal conductivity magnitudes of 0.678–0.932 W/m.K. 
According to the past studies, all the prepared specimen types are sandy loams. The 
allowable thermal conductivity range for sandy loams according to the past studies is 
0.19–1.12 W/m.K. (Abu-Hamdeh & Reeder, 2000). Since the calculated thermal conduc-
tivity magnitudes for the selected sandy loam organic substrates are within the allowable 
range (0.19 < 0.678 < 0.932 < 1.12 W/m.K), it is verified that the experimental procedures 
are correct. It is known from (Yang et al., 2017) that the thermal conductivity of pure bio-
char is 1.5 W/m.K and the thermal conductivity value determined in this experiment for 
biochar (60:40) is 0.693 W/m.K (< 1.5 W/m.K) which is acceptable.

The main goal of the thermal conductivity test is to identify the optimal substrate for 
green roofs with good thermal resistance to facilitate the thermal comfort of the building. 
The highest thermal resistance (R) was found in wood bark (60:40), and the lowest magni-
tude was found in sawdust (60:40). The major reason for the variation of thermal conduc-
tivities is the difference in moisture content among substrates. This experimental finding 
verifies the concept that the thermal conductivity of substrates is directly influenced by 
their moisture content (Parikh et al., 1979; Riha et al., 1980; Shuraik & Lizny, 2022; Yadav 
& Saxena, 1973). In terms of the final outcomes, wood bark (60:40) is the most preferred 
option upon thermal resistance in the growing medium.

It is essential to mention that the calculated values of all the substrates were not com-
pared with past research studies since there were no records available on the thermal con-
ductivity and thermal resistance of the substrates made using the same ingredients and 
at the same mix proportions. There might be several reasons cited for this drawback of 
research, such as the complex nature of soil aggregate mixtures and the unpredictability of 
the behaviour of environmental temperature on soil aggregates.

3.7 � The pH test for substrates

The pH test results in Fig. 8 show that all the selected growing medium candidates exhibit 
an alkaline nature since their pH values were greater than 7.0 in this experimental study. 
Biochar (60:40) exhibits maximum pH (7.46), and the least pH in this study (7.06) is pos-
sessed by sawdust (60:40). Raw elements of biochar, coir, and wood bark would have 
turned more alkaline due to adding the 40% base medium during the substrate prepara-
tions. Such drastic alkalinity, on the other hand, is not observed in compost, sawdust, or 
base medium substrates.

The variation of pH among substrate solutions is due to the existence of carbonyl, 
nitrile, and phosphoryl groups in different proportions. The intermolecular reaction of 
these compounds results in the formation of less electronegative resultants (Chhetri et al., 
2020). As a result, the number of reactive hydrogens falls. This promotes the formation of 
more free hydrogen and accelerates the pH of substrates.

The FLL standards recommend a pH of 6.0–8.5 for horticultural vegetation (Eksi & 
Rowe, 2019), and this requirement is met by the prepared substrate solutions according to 
Fig. 8. Since sawdust (60:40) has exhibited the closest pH value to 7.0, it is recommended 
as the most compatible substrate species among the selected contenders, in terms of pH. 
A substrate with a neutral pH of 7.0 is recommended to create optimum conditions for 
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vegetation in substrate (Kader et al., 2022). In rational perspective, the substrate with a pH 
magnitude closest to 7.0 was decided to be proposed as the best growing medium for spe-
cies in terms of pH.

3.8 � Electric conductivity (EC) test of growing mediums

Electric conductivity (EC) values in the first column of Table  2 were obtained for each 
growing medium to verify the electric conductivity of the substrate medium. According to 
Fig. 9, the obtained results were calculated for an absolute temperature magnitude of 25 °C 
using the EC vs temperature graph. The projection of EC into arithmetic equation facili-
tates the researchers to find EC magnitudes for corresponding substrates at an arbitrary 
temperature within the experimental range. This approach resolves the inferences from 
room temperature fluctuations (Kader et  al., 2022), atmospheric pressure (Ono & Mibe, 
2015), and related environmental conditions (Figs. 10 and 11).

The objective of an EC experiment is to find the substrate that is equipped with the least 
salinity, or in other words, the least EC because the lowest salinity would be observed in 
the substrate with the least EC. Salinity needs to be at its lowest to enhance the highest rate 
of photosynthesis because the low salinity of soil enhances rich water uptake via xylem 
tissues (Baum et al., 2000) and prevents the detrimental effects of drought to cell integrity 
and chlorophyll content (Hussain et al., 2020). Thus, the optimum substrate would consist 
of the least EC among the selected candidates (Parizotto & Lamberts, 2011).

Base medium (90:10) is the least recommendable substrate according to Table  3 
since it possesses the highest EC because higher amounts of nitrates are discharged with 
runoff water from soil and it mitigates the soil fertility. The photosynthesis potential 
for plants laid in base medium substrate would be the least due to high loss of minerals 
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from the substrate layer. Furthermore, high salinity of base medium (90:10) and biochar 
(60:40) would also substantially diminish the phosphorus uptake of green roof plants 
due to the precipitation of calcium phosphate (Bano & Fatima, 2009). Based on the 
examined results in Table  2, coir (60:40) possess the least EC and it would facilitate 
less escape of minerals from the substrate layer (Shrivastava & Kumar, 2015). The over-
all EC test results recommends coir (60:40) as the best substrate in terms of salinity 
requirements for green roof substrates since it possesses the lowest EC and would help 
with better trapping of essential minerals within the substrate layer of green roof.

Fig. 9   Projected electric conductivity curve
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Table 3   Performance ranking of each substrate for each variable

Variable Biochar Sawdust Coir Wood bark Compost

Particle size distribution 1 2 3 5 4
Density and moisture content 2 1 4 5 3
Drought resistance 1 3 2 4 5
Growth rate 1 3 2 4 5
Thermal conductivity 2 5 4 1 3
pH 5 1 2 4 3
EC (Salinity) 1 2 5 4 3
TDS 3 5 2 4 1
Nitrates 3 2 5 4 1
Phosphates 5 3 4 2 1
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3.9 � Mineral contents of substrates

The substrates for green roofs should be rich in nutrients to facilitate long-term nutrient 
supply. It avoids the additional costs for stakeholders in purchasing fertilisers. The param-
eters such as total dissolved solids (TDS), nitrates, and phosphates were determined for 
the selected substrate types to find the optimum substrate in terms of nutrient availability. 
According to TDS outputs, compost (60:40) consists of high organic and inorganic miner-
als, and it was closely followed by coir (60:40) in second. At around 347 ppm, sawdust 
(60:40) has the lowest mineral composition.

The highest amount of mineral content is available in compost (90:10). The second best 
is coir (60:40). Hence, the least dissolved compositions prevail in sawdust (60:40). TDS 
magnitudes were measured using three samples (original substrate solution and its two rep-
licates) for each substrate using a multimeter.

The overall consideration of TDS test results along with the pH test outcomes is essen-
tial in this experimental study because the substrate gets rich with dissolved minerals 
under high TDS and the optimum pH (Eridani, Wardhani, & Widianto, 2017; Qi et  al., 
2009; Rahmanipour et al., 2014). High magnitudes in both TDS and pH hinder the nutrient 
absorbance rate from soil by root hairs (Guda, 2018). Therefore, in any TDS-based tests, 
the experiments also incorporate pH analysis to achieve a comprehensive outcome.

Nitrates and ammonium compounds are used by plants for protein synthetization 
through the production of amino acids. Soil nitrates are essential for plant growth and to 
maintain chlorophyll health (Sen et al., 2016). The results of the nitrate test recommend 
compost (60:40) as the optimum substrate in terms of nitrate abundancy.

The main soil phosphates are in orthophosphates, which are the combination of mineral 
soil and organic content. As in TDS, the increased pH magnitudes disrupt plant roots from 
the intake of phosphorous. Under the low pH conditions, the orthophosphates react with 
iron and aluminium to form ferric phosphate (FePO4) and aluminium phosphate (AlPO4). 
The pH value of 5.5 to 7.20 is the ideal for optimum P availability (da Silva Cerozi & 
Fitzsimmons, 2016). Compost is the best growing medium for nutrient availability because 
it has a pH of 7.13 (< 7.2) and the highest magnitudes of TDS (1087  ppm), nitrates 
(184 ppm), and phosphates (122 ppm) compared to other substrates.

3.10 � Performance analysis of substrates

Table 3 provides a comprehensive performance ranking of each substrate based on tested 
variables. The physicochemical and biological properties described within the scope of this 
experimental study have substantially influenced the results exhibited by each substrate 
candidates. One of the main defect in terms of green roof related research studies are the 
lack of field experiments since most of the studies are based on laboratories and green-
houses (Gougoulias et al., 2013; Kader et al., 2022). This experimental study has provided 
a feasible solution for this concern by providing a pioneer experimental framework in this 
article which incorporates physicochemical and biological parameters with 10 types of lab-
oratory and field experiments.

In this research study, biochar (60:40) exhibited the best characteristics in 4 out of 10 
experiments and performed decently in the rest of the tests. Specifically, the performance 
of biochar in field-oriented tests like the preliminary study experiment, drought tolerance 
test, and growth rate test is exceptional. Since field condition results are highly preferred 
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in Sri Lankan agriculture more than laboratory outcomes (Shoji et al., 2020), we recom-
mend biochar as the most sustainable growing medium for Sri Lankan climatic context. 
However, it is best advised for fellow researchers to select the most convenient substrate 
based on project-specific objectives and the sustainability requirements such as the distin-
guished climatic conditions of the corresponding region. The overall research findings of 
this study will be a good guideline for future research studies on finding the sustainable 
growing mediums for green roofs.

4 � Conclusions, recommendations, and future research

The optimum growing medium is one of the most important requirements that facilitate 
sustainable green roofs in the building construction industry. The current experimental 
research study was designed and systematically conducted to compare the physicochemical 
and biological characteristics of five soil-organic waste substrates made of sawdust, coir, 
biochar, compost, and wood bark as the main growing materials. Based on the observa-
tions of the preliminary study, 60:40 was selected as the most compatible organic waste/
base medium mixing ratio for all five substrate specimens in terms of plant growth sta-
bility. Biochar is the substrate with the highest drought resistance and growth potential 
with ample potential to fulfil the field requirements. The outcomes of this experimental 
study suggest using a substrate component made of 60% biochar and 40% Sri Lankan tra-
ditional base medium as the substrate layer for green roofs in Sri Lanka. Future studies 
should focus on producing biochar substrates with high nitrates, phosphates, and potassium 
(NPK) content to reap maximum agricultural benefits because the lack of nutrient content 
in biochar-based substrate is a major constraint to implement it as a commercial green roof 
growing medium.

All the organic waste substrates in this study are alkaline. A mathematical approach was 
utilised to determine the electrical conductivity of substrate specimens through iterating 
the experimental outcomes at 25 °C temperature by constructing arithmetic equations. Coir 
(60:40) emerged as the least-saline substrate, which could greatly facilitate the nutrient 
uptake in plant roots during water seepage. Compost made from vegetable remains, waste 
meals, and animal manure possesses high nutrients because of its rich amino acid content. 
However, other experimental results show that compost has a high evaporation rate and it is 
highly prone to pathogen attacks.

Green roof substrates made from organic waste would provide a more lightweight grow-
ing medium than most traditional substrates currently in practise in the Sri Lankan con-
struction industry. Therefore, it is an optimum alternative solution to protect the slabs of 
green roof buildings from cracks due to substrate weight. It also enhances the soil health 
with an abundance of nutrients and more water retention. In this research, a method of 
conducting the preliminary investigation regarding the suitability of using domestically 
available organic wastes as green roof substrate is comprehensively elaborated with all the 
required tests, standard guidelines, justifications for the observations, novel methodologies, 
and the potential outcomes for minimising the environmental impacts to promote sustain-
ability. However, the selection of the best green roof substrate is project specific and often 
depends on factors such as budget constraints, project specification requirements, and sus-
tainability goals and requirements.

Future research could focus on developing long-term studies on laboratory, green-
house, and field conditions by incorporating computer algorithms to optimise the best 
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substrate satisfying all the project-specific requirements for reaping the maximum prac-
tical outputs in terms of solid waste management and sustainable agricultural practices 
in urban ecosystems.

Acknowledgements  The first author wants to acknowledge his parents and his fiancé, Ms. Lizny Jaufer, 
for supporting him throughout the duration of this research project. He would also like to acknowledge Dr 
Sreeni Chadalwada (University of Southern Queensland), Dr Prashant Srivastava (CSIRO, Australia), Prof 
Ewa-Burszsta Adamiak (Wroclaw Institute of Environmental and Life Sciences), Prof Malgorzata Biniak-
Peirog (Wroclaw Institute of Environmental and Life Sciences) and Prof Nanthi Bolan (University of West-
ern Australia) for providing expert suggestions and guidance to complete this research successfully.

Data availability  The data sets generated during and/or analysed during the current study are available from 
the corresponding author on reasonable request.

Declarations 

Conflict of interests  The authors declare that they have no known competing financial interests or personal 
relationships that could have appeared to influence the work reported in this paper. The authors declare the 
following financial interests/personal relationships which may be considered as potential competing interests.

Open Access  This article is licensed under a Creative Commons Attribution 4.0 International License, 
which permits use, sharing, adaptation, distribution and reproduction in any medium or format, as long 
as you give appropriate credit to the original author(s) and the source, provide a link to the Creative Com-
mons licence, and indicate if changes were made. The images or other third party material in this article 
are included in the article’s Creative Commons licence, unless indicated otherwise in a credit line to the 
material. If material is not included in the article’s Creative Commons licence and your intended use is not 
permitted by statutory regulation or exceeds the permitted use, you will need to obtain permission directly 
from the copyright holder. To view a copy of this licence, visit http://​creat​iveco​mmons.​org/​licen​ses/​by/4.​0/.

References

Abu-Hamdeh, N. H., & Reeder, R. C. (2000). Soil thermal conductivity effects of density, moisture, salt 
concentration, and organic matter. Soil Science Society of America Journal, 64(4), 1285–1290.

Al-Shammary, A. A. G., Kouzani, A. Z., Kaynak, A., Khoo, S. Y., Norton, M., & Gates, W. (2018). Soil 
bulk density estimation methods: A review. Pedosphere, 28(4), 581–596.

Altland, J. E. (2021). The Pour-Through Procedure for Monitoring Container Substrate Chemical Prop-
erties: A Review. Horticulturae, 7(12), 536.

Ampim, P. A., Sloan, J. J., Cabrera, R. I., Harp, D. A., & Jaber, F. H. (2010). Green roof growing sub-
strates: Types, ingredients, composition and properties. Journal of Environmental Horticulture, 
28(4), 244–252.

Anli, M., Baslam, M., Tahiri, A., Raklami, A., Symanczik, S., Boutasknit, A., & Ait Rahou, Y. (2020). 
Biofertilizers as strategies to improve photosynthetic apparatus, growth, and drought stress toler-
ance in the date palm. Frontiers in Plant Science, 11, 516818.

Bailey, D. A., Nelson, P. V., & Fonteno, W. C. (2000). Substrates pH and water quality. North Carolina 
Sate University.

Bano, A., & Fatima, M. (2009). Salt tolerance in Zea mays (L.) following inoculation with Rhizobium 
and Pseudomonas. Biology and Fertility of Soils, 45(4), 405–413.

Bañón, S., Álvarez, S., Bañón, D., Ortuño, M. F., & Sánchez-Blanco, M. J. (2021). Assessment of soil 
salinity indexes using electrical conductivity sensors. Scientia Horticulturae, 285, 110171.

Barrett, G., Alexander, P., Robinson, J., & Bragg, N. (2016). Achieving environmentally sustainable 
growing media for soilless plant cultivation systems–A review. Scientia Horticulturae, 212, 
220–234.

Basso, A. S., Miguez, F. E., Laird, D. A., Horton, R., & Westgate, M. (2013). Assessing potential of biochar 
for increasing water-holding capacity of sandy soils. Gcb Bioenergy, 5(2), 132–143.

Baum, S. F., Tran, P. N., & Silk, W. K. (2000). Effects of salinity on xylem structure and water use in grow-
ing leaves of sorghum. New Phytologist, 146(1), 119–127.

http://creativecommons.org/licenses/by/4.0/


Feasibility study for estimating optimal substrate parameters…

1 3

Blok, C., Wever, G. (2005). Experience with selected physical methods to characterize the suitability of 
growing media for plant growth. In: Paper presented at the International Symposium on Growing 
Media 779

Bonanomi, G., Ippolito, F., & Scala, F. (2015). A “black” future for plant pathology? Biochar as a new soil 
amendment for controlling plant diseases. Journal of Plant Pathology, 97(2), 108.

Busscher, W. J., Novak, J. M., Evans, D. E., Watts, D. W., Niandou, M., & Ahmedna, M. (2010). Influence 
of pecan biochar on physical properties of a Norfolk loamy sand. Soil Science, 175(1), 10–14.

C136/C136M-14, A. (2014). Standard test method for sieve analysis of fine and coarse aggregates. In: 
American Society for Testing and Materials Philadelphia, PA, USA.

Chhetri, G., Kim, J., Kim, I., Lee, B., Jang, W., & Seo, T. (2020). Adhaeribacter rhizoryzae sp. Nov., a 
fibrillar matrix-producing bacterium isolated from the rhizosphere of rice plant. International Journal 
of Systematic and Evolutionary Microbiology, 70(10), 5382–5388.

Costanzo, V., Evola, G., & Marletta, L. (2016). Energy savings in buildings or UHI mitigation? Comparison 
between green roofs and cool roofs. Energy and Buildings, 114, 247–255.

da Silva Cerozi, B., & Fitzsimmons, K. (2016). The effect of pH on phosphorus availability and speciation 
in an aquaponics nutrient solution. Bioresource Technology, 219, 778–781.

Dandeniya, W. S., & Caucci, S. (2020). Composting in Sri Lanka: policies, practices, challenges, and 
emerging concerns. Organic waste composting through nexus thinking (pp. 61–89). Springer.

Dareeju, B., Meegahage, J., & Halwatura, R. (2010). Influence of grass cover on flat reinforced concrete 
slabs in a tropical climate.

Das, B., & Sobhan, K. (2014). Principles of geotechnical engineering (SI). Cengage Learning.
de Almeida, M. A., & Colombo, R. (2021). Construction of green roofs via using the substrates made from 

humus and green coconut fiber or sugarcane bagasse. Sustainable Chemistry and Pharmacy, 22, 
100477.

Demetriou, P. (2022). Hotel food waste in Cyprus: An exploratory case study of hotels in Limassol. Cogent 
Social Sciences, 8(1), 2026556.

Depardieu, C., Premont, V., Boily, C., & Caron, J. (2016). Sawdust and bark-based substrates for soil-
less strawberry production: Irrigation and electrical conductivity management. PLoS ONE, 11(4), 
e0154104.

Desa, U. (2016). Transforming our world: The 2030 agenda for sustainable development.
Dharmakeerthi, R. S., Chandrasiri, J. A. S., & Edirimanne, V. U. (2012). Effect of rubber wood biochar on 

nutrition and growth of nursery plants of Hevea brasiliensis established in an Ultisol. Springerplus, 
1(1), 1–12.

Dharmasiri, L. M. (2020). Waste management in Sri Lanka: challenges and opportunities. Sri Lanka Jour-
nal Social Science., 20, 109.

dos Santos Sousa, E. D. T., de Queiroz, D. M., de Freitas Coelho, A. L., & Valente, D. S. M. (2021). Devel-
opment of signal analysis algorithm for apparent soil electrical conductivity sensor. Biosystems Engi-
neering, 211, 183–191.

Dunnett, N. (2011). People and nature: Integrating aesthetics and ecology on accessible green roofs. Italus 
Hortus, 18(1), 53–60.

Eksi, M., & Rowe, D. B. (2019). Effect of substrate depth and type on plant growth for extensive green roofs 
in a Mediterranean climate. Journal of Green Building, 14(2), 29–44.

Eridani, D., Wardhani, O., & Widianto, E. D. (2017). Designing and implementing the arduino-based nutri-
tion feeding automation system of a prototype scaled nutrient film technique (NFT) hydroponics using 
total dissolved solids (TDS) sensor. In: Paper presented at the 2017 4th International Conference on 
Information Technology, Computer, and Electrical Engineering (ICITACEE).

Fadhullah, W., Imran, N. I. N., Ismail, S. N. S., Jaafar, M. H., & Abdullah, H. (2022). Household solid waste 
management practices and perceptions among residents in the East Coast of Malaysia. BMC Public 
Health, 22(1), 1–20.

FAO. (2021). Save food. Tackling the urban food waste challenge in Sri Lanka. Retrieved from https://​www.​
fao.​org/​srila​nka/​news/​detail-​events/​en/c/​14415​64/#:​~:​text=​Sri%​20Lan​ka%​20pro​duces%​20a%​20sta​
ggeri​ng,consi​sts%​20of%​20per​ishab​le%​20org​anic%​20mat​erial

Fisgativa, H., Marcilhac, C., Girault, R., Daumer, M.-L., Trémier, A., Dabert, P., & Béline, F. (2018). Phys-
ico-chemical, biochemical and nutritional characterisation of 42 organic wastes and residues from 
France. Data in Brief, 19, 1953–1962.

Galarza-Molina, S., Torres, A., Rengifo, P., Puentes, A., Cárcamo-Hernández, E., Méndez-Fajardo, S., & 
Devia, C. (2017). The benefits of an eco-productive green roof in Bogota Colombia. Indoor and Built 
Environment, 26(8), 1135–1143.

https://www.fao.org/srilanka/news/detail-events/en/c/1441564/#:~:text=Sri%20Lanka%20produces%20a%20staggering,consists%20of%20perishable%20organic%20material
https://www.fao.org/srilanka/news/detail-events/en/c/1441564/#:~:text=Sri%20Lanka%20produces%20a%20staggering,consists%20of%20perishable%20organic%20material
https://www.fao.org/srilanka/news/detail-events/en/c/1441564/#:~:text=Sri%20Lanka%20produces%20a%20staggering,consists%20of%20perishable%20organic%20material


	 S. A. Kader et al.

1 3

Gamage, A., Basnayake, B., De Costa, J., & Merah, O. (2021). Effects of rice husk biochar coated urea and 
anaerobically digested rice straw compost on the soil fertility, and cyclic effect of phosphorus. Plants, 
11(1), 75.

Gelardi, D. L., Li, C., & Parikh, S. J. (2019). An emerging environmental concern: Biochar-induced dust 
emissions and their potentially toxic properties. Science of the Total Environment, 678, 813–820.

Getter, K. L., & Rowe, D. B. (2006). The role of extensive green roofs in sustainable development. HortSci-
ence, 41(5), 1276–1285.

Gougoulias, N., Papachatzis, A., Kalfountzos, D., Kostoulis, V., & Chouliara, A. (2013). Variability of elec-
trical conductivity and pH values, of the nutrient solution, in greenhouse tomato cultivation, with 
coir as substrate. Analele Universității Din Craiova-Biologie, Horticultura, Tehnologia Prelucrarii 
Produselor Agricole, Ingineria Mediului, 18, 187–192.

Guda, M. A. M. (2018). Effects of some environmental stresses on nutrients concentration of Phragmites 
australis and use it as fodder. Al-Qadisiyah Journal of Veterinary Medicine Sciences, 17(2), 85–94.

Haider, I., Raza, M. A. S., Iqbal, R., Aslam, M. U., Habib-ur-Rahman, M., Raja, S., & Ahmad, S. (2020). 
Potential effects of biochar application on mitigating the drought stress implications on wheat (Triti-
cum aestivum L.) under various growth stages. Journal of Saudi Chemical Society., 24(12), 974–981.

Harmayani, K. (2012). Adsorption of nutrients from stormwater using sawdust. International Journal of 
Environmental Science and Development, 3(2), 114.

Hogan, A. B., & Myerscough, M. R. (2017). A model for the spread of an invasive weed, Tradescantia flu-
minensis. Bulletin of Mathematical Biology, 79(6), 1201–1217.

Huang, J., Fisher, P. R., & Argo, W. R. (2006). (70) Improved reactivity indices for horticultural limes. 
HortScience, 41(4), 1019A – 1019.

Hussain, T., Koyro, H.-W., Zhang, W., Liu, X., Gul, B., & Liu, X. (2020). Low salinity improves photosyn-
thetic performance in Panicum antidotale under drought stress. Frontiers in Plant Science, 11, 481.

Industrial, A.C.E.-O., & Chemicals, S. (2015). Standard test method for pH of aqueous solutions with the 
glass electrode. ASTM International.

Isayenkov, S. V., & Maathuis, F. J. (2019). Plant salinity stress: Many unanswered questions remain. Fron-
tiers in Plant Science, 10, 80.

Jacoby, R., Peukert, M., Succurro, A., Koprivova, A., & Kopriva, S. (2017). The role of soil microorganisms 
in plant mineral nutrition—Current knowledge and future directions. Frontiers in Plant Science, 8, 
1617.

Jaffal, I., Ouldboukhitine, S.-E., & Belarbi, R. (2012). A comprehensive study of the impact of green roofs 
on building energy performance. Renewable Energy, 43, 157–164.

Johansson, P., Ekstrand-Tobin, A., Svensson, T., & Bok, G. (2012). Laboratory study to determine the criti-
cal moisture level for mould growth on building materials. International Biodeterioration & Biodeg-
radation, 73, 23–32.

Kader, S., Jaufer, L., Shiromi, K., & Asmath, A. (2021). Comparison of physical and chemical properties to 
find the alternative substrate material for the betterment of green roof technology. Tokyo, Japan: The 
international Academic Forum IAFOR.

Kader, S., Chadalavada, S., Jaufer, L., Spalevic, V., & Dudic, B. (2022). Green roof substrates—A literature 
review. Frontiers in Built Environment. https://​doi.​org/​10.​3389/​fbuil.​2022.​10193​62

Kharshiduzzaman, M., Hossain, M. S., Ali, S., & Ahmed, S. (2019). Determination of the thermal conduc-
tivity of poor conductive materials in the form of disc by self-constructed Lee’s disc apparatus. In: 
Paper presented at the AIP Conference Proceedings.

Kochanek, J., Soo, R. M., Martinez, C., Dakuidreketi, A., & Mudge, A. M. (2022). Biochar for intensifi-
cation of plant-related industries to meet productivity, sustainability and economic goals: A review. 
Resources, Conservation and Recycling, 179, 106109.

Krawczyk, A., Domagała-Świątkiewicz, I., Lis-Krzyścin, A., & Daraż, M. (2017). Waste silica as a valu-
able component of extensive green-roof substrates. Polish Journal of Environmental Studies, 26(2), 
643–653.

Krüger, E. L., Kavisky, F., Di Nubila, C., Tamura, C., & Drach, P. (2019). Green roof retrofitting of a light-
weight security booth under subtropical conditions. Urban Forestry & Urban Greening, 43, 126361.

Kumar, H., Cai, W., Lai, J., Chen, P., Ganesan, S. P., Bordoloi, S., & Mei, G. (2020). Influence of in-house 
produced biochars on cracks and retained water during drying-wetting cycles: Comparison between 
conventional plant, animal, and nano-biochars. Journal of Soils and Sediments, 20(4), 1983–1996.

Kumar, S., Malik, R., & Dahiya, I. (1985). Influence of different organic wastes upon water retention, trans-
mission and contact characteristics of a sandy soil. Soil Research, 23(2), 131–136.

Kumar, S. S., & Shankar, S. (2019). Pleurotus florida and nitrogen fixing organism (Azotobacter vinelandii) 
for the biodegradation of coir pith. Journal of Pharmacognosy and Phytochemistry, 8(3), 2521–2525.

https://doi.org/10.3389/fbuil.2022.1019362


Feasibility study for estimating optimal substrate parameters…

1 3

Marasco, D. E., Hunter, B. N., Culligan, P. J., Gaffin, S. R., & McGillis, W. R. (2014). Quantifying evapo-
transpiration from urban green roofs: A comparison of chamber measurements with commonly used 
predictive methods. Environmental Science & Technology, 48(17), 10273–10281.

Melikoglu, M., Lin, C. S. K., & Webb, C. (2013). Stepwise optimisation of enzyme production in solid state 
fermentation of waste bread pieces. Food and Bioproducts Processing, 91(4), 638–646.

Mickovski, S. B., Buss, K., McKenzie, B. M., & Sökmener, B. (2013). Laboratory study on the potential use 
of recycled inert construction waste material in the substrate mix for extensive green roofs. Ecologi-
cal Engineering, 61, 706–714.

Moshtaghian, H., Bolton, K., & Rousta, K. (2021). Challenges for upcycled foods: definition, inclusion in 
the food waste management hierarchy and public acceptability. Foods, 10(11), 2874.

Nagase, A., & Dunnett, N. (2010). Drought tolerance in different vegetation types for extensive green roofs: 
Effects of watering and diversity. Landscape and Urban Planning, 97(4), 318–327.

Ngo, D. C., Saliba, J., Saiyouri, N., & Sbartai, Z. M. (2020). Design of a soil concrete as a new building mate-
rial–Effect of clay and hemp proportions. Journal of Building Engineering, 32, 101553.

Noya, M. G., Cuquel, F. L., Schafer, G., & Armindo, R. A. (2017). Substrates for cultivating herbaceous peren-
nial plants in extensive green roofs. Ecological Engineering, 102, 662–669.

Ono, S., & Mibe, K. (2015). Influence of pressure and temperature on the electrical conductivity of dolomite. 
Physics and Chemistry of Minerals, 42(9), 773–779.

Palimąka, P., Pietrzyk, S., & Sak, T. (2016). Application of CVCC technique for measuring electrical conduc-
tivity of metallurgical slags and molten salts. Paper presented at the Key Engineering Materials., 682, 
321–326.

Parikh, R. J., Havens, J., & Scott, H. (1979). Thermal diffusivity and conductivity of moist porous media. Soil 
Science Society of America Journal, 43(5), 1050–1052.

Parizotto, S., & Lamberts, R. (2011). Investigation of green roof thermal performance in temperate climate: 
A case study of an experimental building in Florianópolis city Southern Brazil. Energy and Buildings, 
43(7), 1712–1722.

Parmar, A., Nema, P. K., & Agarwal, T. (2014). Biochar production from agro-food industry residues: A sus-
tainable approach for soil and environmental management. Current Science, 107(10), 1673–1682.

Philip, P., & Fagbenle, L. (2014). Design of Lee’s disc electrical method for determining thermal conductivity of 
a poor conductor in the form of a flat disc. Princeton.

Pianella, A., Aye, L., Chen, Z., & Williams, N. S. (2017). Substrate depth, vegetation and irrigation affect green 
roof thermal performance in a mediterranean type climate. Sustainability, 9(8), 1451.

Pineda Pineda, J., Sánchez del Castillo, F., Moreno Pérez, E. D. C., Valdez Aguilar, L. A., Castillo González, 
A. M., Ramírez Árias, A., & Vargas Canales, J. M. (2019). Immobilization and nutrient retention by pine 
sawdust for soilless culture. Terra Latinoamericana, 37(3), 261–271.

Qi, Y., Darilek, J. L., Huang, B., Zhao, Y., Sun, W., & Gu, Z. (2009). Evaluating soil quality indices in an agri-
cultural region of Jiangsu Province China. Geoderma, 149(3–4), 325–334.

Raab, K., Tolotti, G., & Wagner, R. (2021). Challenges in solid waste management: insights into the disposal 
behavior of suburban consumers in Guatemala City.

Rahmanipour, F., Marzaioli, R., Bahrami, H. A., Fereidouni, Z., & Bandarabadi, S. R. (2014). Assessment of 
soil quality indices in agricultural lands of Qazvin Province Iran. Ecological Indicators, 40, 19–26.

Rao, R. U., Nagodavithana, K. C., Samarasekera, S. D., Wijegunawardana, A. D., Premakumara, W. D., Perera, 
S. N., & Weil, G. J. (2014). A comprehensive assessment of lymphatic filariasis in Sri Lanka six years 
after cessation of mass drug administration. PLoS Neglected Tropical Diseases, 8(11), e3281.

Riha, S. J., McInnes, K., Childs, S., & Campbell, G. (1980). A finite element calculation for determining ther-
mal conductivity. Soil Science Society of America Journal, 44(6), 1323–1325.

Rosasco, P., & Perini, K. (2019). Selection of (green) roof systems: A sustainability-based multi-criteria analy-
sis. Buildings, 9(5), 134.

Saarnio, S., Heimonen, K., & Kettunen, R. (2013). Biochar addition indirectly affects N2O emissions via soil 
moisture and plant N uptake. Soil Biology and Biochemistry, 58, 99–106.

Sen, S., Smith, M., & Setter, T. (2016). Effects of low nitrogen on chlorophyll content and dry matter accumula-
tion in Maiz. African Journal of Agricultural Research, 11(12), 1001–1007.

Sherk, J. T., Fu, W., & Neal, J. C. (2020). Site conditions, maintenance costs, and plant performance of 10 
extensive green roofs in the research triangle area of Central North Carolina. HortTechnology, 30(6), 
761–769.

Shoji, M., Aoyagi, K., Kasahara, R., & Sawada, Y. (2020). Motives behind community participation: Evidence 
from natural and artefactual field experiments in Sri Lanka. Pacific Economic Review, 25(5), 577–600.

Shrivastava, P., & Kumar, R. (2015). Soil salinity: A serious environmental issue and plant growth promoting 
bacteria as one of the tools for its alleviation. Saudi Journal of Biological Sciences, 22(2), 123–131.



	 S. A. Kader et al.

1 3

Shuraik, K., & Lizny, J. (2022). A novel treatment for determining thermal conductivity of the soil substrates 
for selecting sustainable growing mediums in terms of thermal resistance. The Journal Agriculture and 
Forestry, 68(3), 111–118. https://​doi.​org/​10.​17707/​Agric​ultFo​rest.​68.3.​09

Simpson, B. K., Nollet, L. M., Toldrá, F., Benjakul, S., Paliyath, G., & Hui, Y. (2012). Food biochemistry and 
food processing. Wiley.

Soane, B. D., & van Ouwerkerk, C. (2013). Soil compaction in crop production. Elsevier.
Sombatsompop, N., & Wood, A. (1997). Measurement of thermal conductivity of polymers using an improved 

Lee’s disc apparatus. Polymer Testing, 16(3), 203–223.
Soobhany, N. (2019). Insight into the recovery of nutrients from organic solid waste through biochemical con-

version processes for fertilizer production: A review. Journal of Cleaner Production, 241, 118413.
Soulis, K., Ntoulas, N., Nektarios, P., & Kargas, G. (2016). Green roof runoff reduction under different sub-

strate depths and vegetation covers: the effect of initial substrate moisture conditions and total rainfall 
depth. Paper presented at the VI International Conference on Landscape and Urban Horticulture 1189.

Stovin, V. (2010). The potential of green roofs to manage urban stormwater. Water and Environment Journal, 
24(3), 192–199.

Subaskar, C., Vidyaratne, H., & Melagoda, D. (2017). Applicability of green roofs in sri lankan high-rise build-
ings: drivers and barriers.In: Paper presented at the The 7 World Construction Symposium-2018 th.

Ukpata, J. O., Ephraim, M. E., & Akeke, G. A. (2012). Compressive strength of concrete using lateritic sand 
and quarry dust as fine aggregate. ARPN Journal of Engineering and Applied Sciences, 7(1), 81–92.

VanWoert, N. D., Rowe, D. B., Andresen, J. A., Rugh, C. L., Fernandez, R. T., & Xiao, L. (2005). Green roof 
stormwater retention: Effects of roof surface, slope, and media depth. Journal of Environmental Quality, 
34(3), 1036–1044.

Vijayaraghavan, K. (2016). Green roofs: A critical review on the role of components, benefits, limitations and 
trends. Renewable and Sustainable Energy Reviews, 57, 740–752. https://​doi.​org/​10.​1016/j.​rser.​2015.​12.​
119

Vijayaraghavan, K., & Raja, F. D. (2014). Design and development of green roof substrate to improve runoff 
water quality: Plant growth experiments and adsorption. Water Research, 63, 94–101.

Visconti, F., & de Paz, J. M. (2016). Electrical conductivity measurements in agriculture: The assessment of soil 
salinity. New Trends and Developments in Metrology, 1, 99–126.

Wijerathna, A. (2021). FOOD WASTE. Retrieved from https://​lmd.​lk/​food-​waste/#:​~:​text=​Sri%​20Lan​ka%​
20gen​erates%​208%​2C000%​20ton​s,short%​2Dterm%​20bio​degra​dable%​20food%​20was​te.

Wijkström, J., Jayasumana, C., Dassanayake, R., Priyawardane, N., Godakanda, N., Siribaddana, S., & Elinder, 
C.-G. (2018). Morphological and clinical findings in Sri Lankan patients with chronic kidney disease 
of unknown cause (CKDu): Similarities and differences with Mesoamerican Nephropathy. PLoS ONE, 
13(3), e0193056.

Xiao, J. X., & Siu, K. W. M. (2018). Challenges in food waste recycling in high-rise buildings and public design 
for sustainability: A case in Hong Kong. Resources, Conservation and Recycling, 131, 172–180.

Xie, Z., Xu, Y., Liu, G., Liu, Q., Zhu, J., Tu, C., & Hu, S. (2013). Impact of biochar application on nitro-
gen nutrition of rice, greenhouse-gas emissions and soil organic carbon dynamics in two paddy soils of 
China. Plant and Soil, 370(1), 527–540.

Xing, Y., & Jones, P. (2021). In-situ monitoring of energetic and hydrological performance of a semi-intensive 
green roof and a white roof during a heatwave event in the UK. Indoor and Built Environment, 30(1), 
56–69.

Yadav, M., & Saxena, G. (1973). Effect of compaction and moisture content on specific heat and thermal capac-
ity of soils. Journal of the Indian Society of Soil Science, 21(2), 129–132.

Yang, X., Wang, H., Strong, P. J., Xu, S., Liu, S., Lu, K., & He, L. (2017). Thermal properties of biochars 
derived from waste biomass generated by agricultural and forestry sectors. Energies, 10(4), 469.

Yap, T. C., Jackson, B. E., & Fonteno, W. C. (2014). Water retention of processed pine wood and pine bark and 
their particle size fractions©. In: Paper presented at the Proceedings of the 2014 Annual Meeting of the 
International Plant Propagators Society 1085.

Yasin, M., Jabran, K., Afzal, I., Iqbal, S., Nawaz, M. A., Mahmood, A., & Adnan, M. (2020). Industrial sawdust 
waste: an alternative to soilless substrate for garlic (Allium sativum L.). Journal of applied research on 
medicinal and aromatic plants, 18, 100252.

Zejak, D., Spalević, V., Popović, V., Markoski, M., Dudić, B., Ouallali, A., Kader, S. (2022). Analysis of the 
presence of heavy metals in the soils of the hilly-mountainous areas of Balkan Peninsula with the assess-
ment of its potential for the fruit growing: case study of the Ljubovidja river basin, Polimlje, Montenegro. 
In: Paper presented at the Proceedings, 26 International Eco-Conference and 12 Safe Food, Novi Sad, pp 
21–23 2022.

https://doi.org/10.17707/AgricultForest.68.3.09
https://doi.org/10.1016/j.rser.2015.12.119
https://doi.org/10.1016/j.rser.2015.12.119
https://lmd.lk/food-waste/#:~:text=Sri%20Lanka%20generates%208%2C000%20tons,short%2Dterm%20biodegradable%20food%20waste
https://lmd.lk/food-waste/#:~:text=Sri%20Lanka%20generates%208%2C000%20tons,short%2Dterm%20biodegradable%20food%20waste


Feasibility study for estimating optimal substrate parameters…

1 3

Zhang, X., Liu, Y., Lu, P., & Zhang, M. (2020). Preparation and properties of hydrogel based on sawdust cellu-
lose for environmentally friendly slow release fertilizers. Green Processing and Synthesis, 9(1), 139–152.

Publisher’s Note  Springer Nature remains neutral with regard to jurisdictional claims in published maps and 
institutional affiliations.


	Feasibility study for estimating optimal substrate parameters for sustainable green roof in Sri Lanka
	Abstract
	1 Introduction
	2 Research methodology and materials
	2.1 Preliminary study for finding substrate mix ratios
	2.2 Variables and models
	2.2.1 Sieve analysis for particle size distribution
	2.2.2 Substrate density and its moisture content
	2.2.3 Drought tolerance
	2.2.4 Growth rate test for specimens
	2.2.5 Thermal conductivity test
	2.2.6 The pH test for substrates
	2.2.7 Electric conductivity (EC) test of growing mediums
	2.2.8 Mineral contents of substrates


	3 Experimental results and discussions
	3.1 Preliminary study results
	3.2 Sieve analysis for particle size distribution
	3.3 Substrate density and its moisture content
	3.4 Drought tolerance
	3.5 Growth rate of substrate specimens
	3.6 Thermal Conductivity test
	3.7 The pH test for substrates
	3.8 Electric conductivity (EC) test of growing mediums
	3.9 Mineral contents of substrates
	3.10 Performance analysis of substrates

	4 Conclusions, recommendations, and future research
	Acknowledgements 
	References




